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High magnetic field thermal-expansion and magnetostriction experiments were performed on CeRhlns single crystals.[1]
Several transitions, both first and second order, are observed when the field is applied perpendicular to the crystallographic c-
axis, given rise to a rich magnetic field vs. temperature phase diagram as shown in figure 1.
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Fi gure 1 - Magnetic field vs. temperature phase diagram. Solid symbols are first order and open symbols are second order phase transitions. Squares
points are from magnetostriction and circles are from thermal-expansion experiments.

The magnetic field dependence of the thermal-expansion coefficient above 15 K, where the magnetic correlations are
negligible, can be explained supposing an almost pure |+ 5/2 ) ground state doublet, in apparent contradiction with neutron
scattering experiments. This result seems to reinforce the idea that the effect of the Kondo interaction on the thermal-
expansion coefficient cannot be neglected.

Although the spin-lattice interaction is relevant in this compound, the effect of the magnetic correlations on the elastic
properties is relatively weak, as revealed by resonant ultrasound spectroscopy experiments. The most relevant effect being a
small increase in the adiabatic bulk modulus B, below 10 K as can be observed in Figure 2, presumably associated with the
antiferromagnetic fluctuations.
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Figure 2 - Temperature dependence of the adiabatic bulk modulus.
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