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Introduction 
 
We have developed a second-harmonic technique to be used eventually to probe the thermal conductivity of LSCO with 
superconductivity suppressed by high magnetic fields. The technique is suitable for the high-noise environment of pulsed 
magnets. Unlike the 3ω technique, a heater and a thermometer are mounted separately (in Figure 1, the thermometer film was 

simply cut in the middle, and one side is used for a heater with the other side 
signal is the dominant signal in the thermometer output. The frequencies are chosen so that the thermal penetration depth is 
smaller than the sample thickness (see Figure 2). The thermometer response time and thermal impedance associated with 
material interfaces are carefully tested and compared to calculation. The calculations are based on exact solutions of th
bulk heat transport equations and produce results different from the lumped-constant approximations often used in ac 
calorimetry. 

used as a thermometer). Therefore, the 2ω 
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Experimental 
 
Ac voltage between 10 to 1000 Hz was applied to the heater.  The 2ω signal of 
the thermometer was recorded by a home-made fixed-phase digital lock-in 
amplifier which allows measurements with low noise, high resolution and short 
time constant. 
 
Results and Discussion 
 
Figure 3 shows the data on LSCO with an absence of magnetic field. They 
produce an excellent fit to the calculation. The actual measurement plan is to 
subtract the thermal conductivity in a magnetic field high enough to suppress 
superconductivity (at least 50 T) from that at zero field. This provides direct 
information about the temperature dependence of the order parameter.
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Figure 1. 
The experimental schematic is shown with the thermal boundary conditions which were used for the 
calculation. The sample (here LSCO) is mounted between sapphire and copper. 
 

Figure 2. 
The calculated temperature at x=0 is shown for 20 K and ac heater voltage of 200 Hz. This calculation is 
valid when the thermal penetration depth of the sapphire is much larger than its thickness and the 
thermal penetration depth of the sample is within its thickness. 

Figure 3. 
The calculation of Tac as a function of frequency produces 
excellent fit to the data, and the thermal effusively of 
LSCO was determined as 833 (J / m2 K s1/2). 


