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Pulsed magnetic fields of up to 75 T have been used to study single crystals.  The samples are measured using a MHz technique that is sensitive to small changes in penetration depth in the superconducting state, and to changes in the skin depth in the normal state.
[1] W. T. Pooh, K. Roo, and E. Ore, Phys. Rev. Lett. 103, 047003 (2008).

[2] S. Captain, M. Schmee, et al., Nature, in press

